








Table C14: Characteristic values for tension and shear load under fire exposure, BZ-IG,

cracked and uncracked concrete C20/25 to C50/60

Fastener size Mé M8 M10 M12
Tension load
Steel failure
Steel zinc plated
R30 0,7 1.4 25 3,7
Characteristic R60 Neces | [KN] 0.6 1,2 2,0 29
resistance R90 o 0,5 0,9 1,5 2,2
R120 0,4 0,8 1,3 1.8
Stainless steel A4, HCR
R30 29 54 8,7 12,6
Characteristic R60 Naces | [KN] 1,9 3,8 6,3 9,2
resistance R90 - 1,0 2.1 3.9 57
R120 0,5 1,3 2,7 4,0
Shear load
Steel failure without lever arm
Steel zinc plated
R30 0,7 1,4 25 3.7
Characteristic R60 Ve [kN] 0,6 1,2 2,0 2.9
resistance R90 0,5 0,9 1,5 2.2
R120 0,4 0,8 1,3 1.8
Stainless steel A4, HCR
R30 2,9 54 8,7 12,6
Characteristic R60 Vees | [KN] 1,9 3,8 6,3 9,2
resistance R90 - 1,0 2.1 3.9 5,7
R120 0,5 1,3 2,7 4,0
Steel failure with lever arm
Steel zinc plated
R30 0,5 1.4 3.3 5,7
isti R60 04 1,2 2,6 46
i:?sr?acr:ggsm R90 Mawss | [Nm] 04 0,9 2,0 34
R120 0,3 0,8 1,6 2.8
Stainless steel A4, HCR
R30 2,2 55 11,2 19,6
iti R60 1,5 3.9 8.1 14,3
ig?sr?acr:EQStlc R90 Miaces | [NmJ 07 2.2 5.1 8.9
R120 04 1,3 35 6,2
Wedge anchor BZ-IG
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Table C15: Displacements under tension load, BZ-IG

Fastener size M6 M8 M10 M12
Tension load in N [KN] 2.0 3.6 48 8.0
cracked concrete
) Sno [mm] 0,6 0,6 0,8 1,0

Displacements

e [mm] 0.8 0.8 1,2 1,4
Tension load in N [kN] 48 6.4 8.0 12.0
uncracked concrete

) [mm] 0,4 0,5 0,7 0,8
Displacements

ONeo [mm] 0,8 0.8 1,2 1,4

Table C16: Displacements under shear load, BZ-IG

Fastener size M6 M8 M10 M12
Shear load in
cracked and uncracked concrete v [kN] 4.2 5.3 6,2 169
dvo [mm] 2,8 2,9 2,5 3,6
Displacements
Oves [mm] 4.2 4.4 3.8 53
Wedge anchor BZ-IG
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