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...eine starke Verbindung

IZJAVA O SVOJSTVIMA

DoP Br. MKT-2.1-102_hr

<+ Jedinstvena identifikacijska oznaka vrste

proizvoda: Injekcijski sustav VMZ

<> Namjena/namjene: Kompozitna sidra i kompozitna ekspanzijska sidra za
sidrenje u betonu, vidi Prilog/Annex B

<$- Proizvodac: MKT Metall-Kunststoff-Technik GmbH & Co.KG
Auf dem Immel 2
67685 Weilerbach

< Sustav/sustavi za ocjenu i provjeru

stalnosti svojstava (AVCP): 1
< Europski dokument za ocjenjivanje: EAD 330499-02-0601
Europska tehni¢ka ocjena: ETA-04/0092, 10.11.2025
Tijelo za tehni¢ko ocjenjivanje: DIiBt, Berlin
Prijavijeno tijelo/prijavijena tijela: NB 2873 — Technische Universitat Darmstadt

< Objavljena svojstva:

Bitnih znacajka

Svojstva

Temeljni zahtjevi za gradevine (BWR 1)

Karakteristi¢ni otpori pod vlaénim optere¢enjem
(stati€ki i kvazi-staticki efekti)

Prilog/Annex B4 — B6, C1 - C3, C10

Karakteristiéni otpori pod popre¢nim naprezanjem
(staticki i kvazi-staticki efekti)

Prilog/Annex C4 — C5, C11

Pomaci

Prilog/Annex C8 — C9, C11

Karakteristiéni otpor i pomaci za seizmicke performanse
kategorije C1 + C2

Prilog/Annex C6 — C9

Sigurnost u slu¢aju pozara (BWR 2)

Ponasanje pozara

Klasa A1

Otpornost na vatru

lzvedba nije ocijenjena

Higijena, zdravlje i okoli§ (BWR 3)

Sadrzaj, emisija i / ili oslobadanje opasnih tvari

Izvedba nije ocijenjena

Prije utvrdeno svojstvo proizvoda u skladu je s objavljenim svojstvima. Ova izjava o svojstvima izdaje se, u skladu
s Uredbom (EU) br. 305/2011, pod iskijutivom odgovorno$cu prethodno utvrdenog proizvodaca.

Za proizvodaca i u njegovo ime potpisao:

ﬁm /r:vc[w(x, PP zﬁ/’/{/é{

Stefan Weustenhage, Dipl.-lng./ Detlef Bigalke
(generalni direktor) ¢ (Voditelj razvoja proizvoda)

Weilerbach, 10.11.2025

Izvornik ove izjave o izvedbi pisan je na njemackom jeziku. U sludaju odstupanja u prijevodu vrijedi njemacka

verzija.
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General Part

Technical Assessment Body issuing the Deutsches Institut flir Bautechnik

European Technical Assessment:

Trade name of the construction product Injection System VMZ

Product family Bonded fasteners and bonded expansion fasteners for
to which the construction product belongs use in concrete

Manufacturer MKT

Metall-Kunststoff-Technik GmbH & Co. KG
Auf dem Immel 2
67685 Weilerbach

GERMANY
Manufacturing plant Plant1, D
Plant 2, D
This European Technical Assessment 32 pages including 3 annexes which form an integral part
contains of this assessment
This European Technical Assessment is EAD 330499-02-0601, Edition 12/2023
issued in accordance with Regulation (EU)
No 305/2011, on the basis of
This version replaces ETA-04/0092 issued on 4 August 2021
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The European Technical Assessment is issued by the Technical Assessment Body in its official language.
Translations of this European Technical Assessment in other languages shall fully correspond to the
original issued document and shall be identified as such.

Communication of this European Technical Assessment, including transmission by electronic means, shall
be in full. However, partial reproduction may only be made with the written consent of the issuing Technical
Assessment Body. Any partial reproduction shall be identified as such.

This European Technical Assessment may be withdrawn by the issuing Technical Assessment Body, in
particular pursuant to information by the Commission in accordance with Article 25(3) of Regulation
(EU) No 305/2011.

Z7213492.25 8.06.01-51/23
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Specific Part
1 Technical description of the product

The "Injection System VMZ" is a torque controlled bonded anchor consisting of a cartridge with
injection mortar VMZ or VMZ Express and an anchor rod with expansion cones and external
connection thread (type VMZ-A) or with internal connection thread (type VMZ-1G).

The load transfer is realised by mechanical interlock of several cones in the bonding mortar and
then via a combination of bonding and friction forces in the anchorage ground (concrete).

The product description is given in Annex A.

2 Specification of the intended use in accordance with the applicable European Assessment
Document

The performances given in Section 3 are only valid if the anchor is used in compliance with the
specifications and conditions given in Annex B.

The verifications and assessment methods on which this European Technical Assessment is
based lead to the assumption of a working life of the anchor of at least 50 years. The indications
given on the working life cannot be interpreted as a guarantee given by the producer, but are to
be regarded only as a means for choosing the right products in relation to the expected
economically reasonable working life of the works.

3 Performance of the product and references to the methods used for its assessment

31 Mechanical resistance and stability (BWR 1)
Essential characteristic Performance
Characteristic resistance to tension load (static and quasi-static | See Annex C1 - C3, C10,
loading) B4 — B6
gr;zirrz?;:;enstlc resistance to shear load (static and quasi-static See Annex C4 — C5, C11

Displacements under short-term and long-term loading See Annex C8 — C9, C11

Characteristic resistance and displacements for seismic

performance categories C1 and C2 See Annex C6 - C9

3.2 Safety in case of fire (BWR 2)

Essential characteristic Performance

Reaction to fire Class A1

Resistance to fire No performance assessed
3.3 Hygiene, health and the environment (BWR 3)

Essential characteristic Performance

Content, emission and/or release of dangerous substances No performance assessed

Z7213492.25 8.06.01-51/23



European Technical Assessment

ETA-04/0092 Deutsches
English translation prepared by DIBt far
Bautechnik

Page 4 of 32 | 10 November 2025

4 Assessment and verification of constancy of performance (AVCP) system applied, with
reference to its legal base

In accordance with 330499-02-0601 the applicable European legal act is: [96/582/EC]
The system to be applied is: 1

5 Technical details necessary for the implementation of the AVCP system, as provided for
in the applicable European Assessment Document

Technical details necessary for the implementation of the AVCP system are laid down in the
control plan deposited at Deutsches Institut flir Bautechnik.

Issued in Berlin on 10 November 2025 by Deutsches Institut fiir Bautechnik

Dipl.-Ing. Beatrix Wittstock beglaubigt:
Head of Section Stiller

Z7213492.25 8.06.01-51/23
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Anchor rod VMZ-A

Pre-setting installation (and through-setting installation VMZ-A 75 M12, see Annex B11)

<

~ \\ ~
N AN ~N
_ Iy \D&&_ NN
N
1

thix

tfix

" lllustration with hexagon head screw exemplified; other screws or threaded rods also permitted (see Annex

A5, requirements of the fastening screw or threaded rod).

Injection System VMZ

Product description
Installation situation

Annex A1

Z213486.25
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Injection System VMZ
Imprint:
== VMZ or VMZ express

Coaxial cartridge

processing and safety instructions, shelf life,
charge number, manufacturer’s information,
quantity information

Side-by-side cartridge

Reducing adapter

Imprint:

VMZ or VMZ express

processing and safety instructions, shelf life,
charge number, manufacturer’s information,
quantity information

uuuuN@@Uﬂ

Static mixer VM-X

i =

Blow-out pump VM-AP

Cleaning Brush RB

Air Blower VM-ABP

Anchor rod VMZ-A

Washer

Hexagon nut
(optional: filling washer) AI;

E.:[,

)
y

Anchor rod VMZ-IG

@.

Injection System VMZ

Product description
Cartridges, Cleaning tools, Anchor types

Annex A2

Z213486.25
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Table A1: Materials VMZ-A

Steel, zinc plated

_ . hot-dip . High corrosion
Part | Designation | g5lvanized galvanized |sherardized Stam(l(e:;scslt"e)el Ad resistant steel HCR
25um 250 pm 245 pm (CRC V)
(on average)
Steel acc. to EN 1SO 683-4:2018 Stainless steel, High corrosion
- 1.4401, 1.4404, resistant steel
1 | Anchorrod | galvanized and | "OtdiP sherardized | 14571, 1.4529, 1.4565
coated galvanized | . .4 |EN 10088:2023, EN 10088:2023,
and coated coated coated
2a | Washer _ Hig.h corrosion
Steel, zinc plated Stainless steel, resistant steel
2b [Filling washer ’ EN 10088:2023 1.4529, 1.4565

EN 10088:2023

EN ISO 3506-2:2020,

HCR additional marking of high corrosion resistant steel

Property class 8 acc to EN ISO 898-2:2022 | EN ISO 3506-2:
Property class 70,
2020, A4-70, high corrosion
3 |Hexagon nut . sherardized | A4-80 9
. hot-dip . resistant steel
galvanized : or hot dip- 1.4401, 1.4571
galvanized : ) 1.4529, 1.4565
galvanized |EN 10088:2023 EN 10088:2023
Mortar . . . .
4 cartridge Vinylester resin, styrene free, mixing ratio 1:10
Marking e.g.: <>80VMZ 12-25 ___Marking of anchorage depth
1 2a_i
’ -
] EE A = i EkL T
N > —
- © - — n )_§ = - - 7] _g
! gz | o= ) 4 E
— — \—Marking
t‘ﬁx of length
- L -
|t —
<> identifying mark of manufacturing plant
80 anchorage depth
VMZ fastener identity
12 size of thread
25 maximum thickness of fixture tz; (when using washer 2a)
A4  additional marking of stainless steel

Filling washer VS or alternative filling washer

Product description
VMZ-A: Materials, Marking, Marking of length

[Marking of length| B c E F G H I J K L M N
Length of _min2) 508 | 63,5 | 76,2 | 88,9 | 101,6 | 114,3 |127,0 | 139,7 | 1524 | 165,1 | 177,8 | 190,5 | 203,2
anchor  max<| 635 | 76,2 | 88,9 | 101,6 | 114,3|127,0|139,7 | 152,4 | 165,1| 177,8| 190,5 | 203,2 | 215,9
[Marking of length| O P R | S T u | v iw]/| x| Y ]| z|>z
Length of _min2]215,9 | 228,6 | 241,3 | 254,0 | 279,4 | 304,8 | 330,2 | 355,6 | 381,0 | 406,4 | 431,8 | 457,2 | 4826
anchor  max<|228,6|241,3|254,0 | 279,4 | 304,8 | 330,2 | 355,6 | 381,0 | 406,4 | 431,8 | 457,2 | 482,6
Injection System VMZ
Annex A3

Z213486.25
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Table A2: Dimensions of anchor rod, VMZ-A M8 — M12
40 50 60 75 75 70 80 95 100 | 110 | 125

Anchor size VMZ-Al mg | ms | m10 | M10 | M12 | M12 | M12 | M12 | M12 | M12 | M12
Additional marking 1 2 1 2 1 2 3 4 5 6 7
Thread M8 M10 M12
- Number of cones| 2 3 3 3 3 3 4 4 6 6 6
1 g dk=| 8,0 8,0 9,7 9,7 110,7 1125 | 125 | 12,5 | 125 | 12,5 | 12,5
2 LengthL | 52 63 75 90 95 90 100 | 115 | 120 | 130 | 145
< (with washer 2a) |+t | +toe | +tixe |+t | Fac | Ftae |t | o | Fae | Ftax |
it e ;ﬁg;) 34 34| 3 | 3 |25|25]|25]| 25|25/ 25| 25
3 | Hexagon nut SW| 13 13 17 17 19 19 19 19 19 19 19
") When using filling washer (2b) the thickness of fixture is reduced by the specified value. Dimensions in mm

Table A3: Dimensions of anchor rod, VMZ-A M16 — M24

170 | 190 | 170 | 200 | 225
Anchor size vmz-a| 20 | 105 | 125 145 | 160 | 115 | s | voo | m24 | m24 | M24

M16 | M16 | M16 | M16 | M16 | M20 |\, &) | (1 G) | (LG) | (LG) | (LG)

Additional marking 1 2 3 4 5 1 2 3 1 2 3
Thread M16 M20 M24
- Number of cones 3 4 6 6 6 3 6 6 6 6 6
1 g dc- | 16,5 | 16,5 | 16,5 | 16,5 | 16,5 | 19,7 | 22,0 | 22,0 | 24,0 | 24,0 | 24,0
2 LengthL | 114 | 129 | 150 | 170 | 185 | 143 | 203 | 223 | 210 | 240 | 265
< (with washer 2a) | +ta | +tix | i | e | e | tac |t | e | e |t | e
wintnguesmors| 2 | 2 | 2|2 |22 |2 /2|2 2]¢
3 | Hexagon nut SW| 24 24 24 24 24 30 30 30 36 36 36
) When using filling washer (2b) the thickness of fixture is reduced by the specified value. Dimensions in mm

Injection System VMZ

Product description Annex A4
VMZ-A: Anchor dimensions

Z213486.25 8.06.01-51/23
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Table A4: Materials VMZ-IG

Steel, zinc plated

Stainless steel A4

High corrosion resistant

Part | Designation steel HCR
2 5um (CRC Il (CRC V)
Steel acc. to Stainless steel, 1.4401, High corrosion resistant steel
1 | Anchor rod EN ISO 683-4:2018, 1.4404, 1.4571 acc. to 1.4529, 1.4565 acc. to
galvanized and coated |EN 10088:2023, coated EN 10088:2023, coated
4 Mortar Vinylester resin, styrene free, mixing ratio 1:10
cartridge y - St ! 9 '
Marking: e.g. <> 80 VMZ M10 ———
| <> identifying mark of manufacturing plant
| 80  anchorage depth
VMZ fastener identity
4N g1+— M10 size of internal thread
O A4 additional marking of stainless steel
L HCR additional marking of high corrosion
th resistant steel
Table A5: Dimensions of anchor rod VMZ-IG
. 40 50 60 75 70 80 90 | 105 | 125 | 115 | 170 | 170
SUELCIRIES VMZIG | ve | me | ms | M8 | m10 | M10 [ m12 | M12 | M12 [ m16 | m16 | m20
Internal thread - M6 M8 M10 M12 M16 M20
Number of cones - 2 3 3 3 3 4 3 4 6 3 6 6
Outer diameter d¢ [[mm]] 8,0 | 80 | 9,7 | 10,7]|125|12,5]|16,5|16,5| 16,5] 19,7 | 22,0 | 24,0
Thread length Ly [[mm]] 12 15 16 19 20 23 24 27 30 32 32 40
Total length L [[mm]] 41 52 63 78 74 84 94 | 109 | 130 | 120 | 180 | 182
32,5
H e I—dh I—dh I—dh I—dh I—dh I—dh I—dh ’ I—dh dk dk
Length identifier [mmll s | > 19 |« 22,55 23,5] <27 | > 28 <31,5<<3Lf15> 355 <21|>21] -

Requirements of the fastening screw or the threaded rod and nut

Minimum screw-in depth Lgymin S€€ Table B7

The length of screw or the threaded rod must depending on the thickness of fixture ts,, available thread
length Ly, (=maximum available thread length, see Table B7) and the minimum screw-in depth L sgmin be

established

As > 8 % ductility

Material

- Steel, zinc plated: Minimum property class 8.8 according to EN ISO 898-1:2013 or EN I1SO 898-2:2022
- Stainless steel A4 or high corrosion resistant steel (HCR): Minimum property class 70 according to

EN ISO 3506-1:2020 or according to EN ISO 3506-2:2020

Injection System VMZ

Product description
VMZ-IG: Werkstoffe, Pragung, Abmessungen

Annex A5

Z213486.25
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Specifications of intended use

Injection System VMZ

Static and quasi-static VMZ-A M8 M10 M12 M16 M20 M24
action VMZ-IG M6 M8 M10 M12 M16 M20

cracked concrete
uncracked concrete

Concrete strength classes C20/25 to C90/105, without fibres
Concrete strength classes C20/25 to C90/105, with fibres

Base materials

S Hammer drill bit (HD) v v v v v v

£2 Vacuum drill bitd (vD) | -» v v v v v

= 0 - .

o g Diamond drill bit (DD) 1) v v v v v
(C20/25 - C50/60; without fibres)

Seismic action VMZ-A M8 M10 M12 M16 M20 M24

Performance Category C1 and C2

cracked concrete
uncracked concrete

Concrete strength classes C20/25 to C50/60, without fibres

Base materials

= Hammer drill bit (HD) - v 4 v v v
=$ Vacuum drill bit® (VD) -1 v v v v v
QE Diamond drill bit (DD) No performance assessed

VMZ-A M8 M10 M12 M16 M20 M24
Installation

VMZ-G M6 M8 M10 M12 M16 M20
Dry concrete v v v v v v
Wet concrete v v v v v v
Water-filled hole -0 -0 v'2) v v v
Overhead installation v v 4 4 v v
Pre-setting installation v v v v v v
Through-setting installation (VMZ-A) -1 v v v 4 v

Temperature Range

I: -40°C to +80°C max. long term temperature+50°C and max. short term temperature +80°C

I -40°C to +120C max. long term temperature +72°C and max. short term temperature +120°C

" No performance assessed
2) Exception: VMZ-A 75 M12 (Installation in water-filled drill hole is not allowed)
3) e.g. MKT vacuum drill bit, Wirth hammer drill bit with suction or Heller Duster Expert

Injection System VMZ

Intended use Annex B1

Specifications and installation conditions

Z213486.25 8.06.01-51/23
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Specifications of intended use

Base material:

e Compacted, reinforced or unreinforced normal weight concrete with strength classes C20/25 to
C90/105 acc. to EN 206:2013+A2:2021

o Steel fiber reinforced concrete according to EN 206:2013+A2:2021. with steel fibers according to
EN 14889-1:2006, section 5, group 1, with a maximum fiber content of 80kg/m?

Use conditions (Environmental conditions):
e Structures subject to dry internal conditions: all versions VMZ-A and VMZ-IG

e For all other conditions:
Intended use of materials according to Annex A3, Table A1 and Annex A5, Table A4 corresponding
to the corrosion resistance class CRC acc. to EN 1993-1-4:2006+A1:2015

Design:

e Anchorages are designed under the responsibility of an engineer experienced in anchorages and
concrete work.

e Verifiable calculation notes and drawings are prepared taking account of the loads to be anchored.
The position of the anchor is indicated on the design drawings (e.g. position of the anchor relative to
reinforcement or to supports, etc.).

e Anchorages are designed in accordance with EN 1992-4:2018 and Technical Report TR 055, Edition
February 2018

Installation:

e  Dirill hole must be cleaned directly prior to installation of the anchor or the drill hole has to be
protected against re-contamination in an appropriate way until dispensing the mortar in the drill hole.

o Water filled drill holes must not be polluted — otherwise the cleaning of the drill hole must be
repeated.

e The anchor component installation temperature shall be at least +5 °C; during curing of the injection
mortar the temperature of the concrete must not fall below -15 °C (for the standard variation of
temperature after installation).

e It must be ensured that icing does not occur in the drill hole.

e Optionally, the annular gap between anchor rod and fixture may be filled with injection adhesive VMZ
using the filling washer (Part 2b, Annex A3) instead of the washer (Part 2a, Annex A3).

Injection System VMZ

Intended use Annex B2
Specifications

Z213486.25 8.06.01-51/23
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Table B1: Working and curing time VMZ

. Temper.ature Maximum working time Minimum curing time
in the drill hole dry concrete "
-15°C  to -10 °C 45 min 7d
-9°C to -5°C 45 min 10:30 h
-4°C to -1°C 45 min 6:00 h
0°C to +4°C 20 min 3:00 h
+5°C to +9°C 12 min 2:00 h
+10°C to +19°C 6 min 1:20 h
+20°C to +29 °C 4 min 45 min
+30°C to +34 °C 2 min 25 min
+35°C to +39 °C 1,4 min 20 min
+40°C 1,4 min 15 min
Cartridge temperature 25°C
1) Curing time in wet concrete shall be doubled.
Table B2: Working and curing time VMZ express
_ Temper_ature Maximum working time Minimum curing 1time
in the drill hole dry concrete "
-5°C to -1°C 20 min 4:00 h
0°C to +4°C 10 min 2:00 h
+5°C to +9°C 6 min 1:00 h
+10°C to +19°C 3 min 40 min
+20°C  to +29°C 1 min 20 min
+30°C 1 min 10 min
Cartridge temperature 25°C

1) Curing time in wet concrete shall be doubled.

Injection System VMZ

Intended use
Working and curing time

Annex B3

Z213486.25
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Table B3: Installation parameters, VMZ-A M8 — M12

Anchor size VMZ-A 40 50 | 60 | 75 | 75 | 70 | 80 | 95 | 100 | 110 | 125
M8 | M8 | M10 | M10 | M12 | M12 | M12 | M12 | M12 | M12 | M12
Effective anchorage depth  heg={[mm]|] 40 | 50 | 60 | 75 | 75 | 70 | 80 | 95 | 100 | 110 | 125
nominal diameter of il g, = lmmyf 10 | 10 | 12 | 12 | 12 | 14 | 14 | 14 | 14 | 14 | 14
Depth of drill hole ho>|[mm]| 42 | 55 | 65 | 80 | 80 | 75 | 85 | 100 | 105 | 115 | 130
Diameter of cleaning brush D =|[mm]| 10,8 | 10,8 | 13,0 | 13,0 | 13,0 | 15,0 | 15,0 | 15,0 | 15,0 | 15,0 | 15,0
Installation torque Tinst< |[Nm]| 10Y | 10Y | 156 | 15 | 25 | 25 | 25 | 25 | 30 | 30 | 30
Diameter of clearance hole in the fixture
Pre-setting installation di<|[mm]] 9 9 12 12 14 14 14 14 14 14 14
Through-setting 2 2 143/
installation ds < [[mm] 14 | 14 16 16 | 16 | 16 | 16 | 16 | 16
NVMZ-A M8: Tinst= 10NmM
2)No performance assessed
3) See Annex B11
Table B4: Installation parameters, VMZ-A M16 — M24
170 | 190 | 170 | 200 | 225
Anchor size vmz-a | 0| 805 | 129 | 148 | 00 | TS | m20 [ M20 | M24 | M24 | M24
(LG) | (LG) | (LG) | (LG) | (LG)
Effective anchorage depth  heg 2 |[mm]| 90 | 105 | 125 | 145 | 160 | 115 | 170 | 190 | 170 | 200 | 225
Nominal diameter of drll g, = | fmmj| 18 | 18 | 18 | 18 | 18 [ 22 | 24 | 24 | 26 | 26 | 26
Depth of drill hole hyg>|[mm]| 98 | 113 | 133 | 153 | 168 | 120 | 180 | 200 | 185 | 215 | 240
Diameter of cleaning brush D =|[mm]] 19,0 | 19,0 | 19,0 | 19,0 | 19,0 | 23,0 | 25,0 | 25,0 | 27,0 | 27,0 | 27,0
Installation torque Tinst<|[Nm]|] 50 | 50 | 50 | 50 | 50 | 80 | 80 | 80 | 100 | 120 | 120
Diameter of clearance hole in the fixture
L . 24 | 24
Pre-setting installation di<|[mm]| 18 18 18 18 18 22 22) | (22) 26 26 26
Through-setting de<|fmm]| 20 | 20 | 20 | 20 | 20 | 24 | 26 | 26 | 28 | 28 | 28
installation
Pre-setting installation Through-setting installation
Size M8 to M16, Size M20 + M24 Size M10 - M16, Size M20 + M24
M20 LG, M24 LG 20,5 tix M20 LG, M24 LG > 0,5 tx

_\
A0
SO
SO0
N
SO
SN

~

~ i
d

=

IJ‘/_L_E_J

S

The annular gap in the clearance hole in the fixture
has to be filled completely by excess mortar!

Injection System VMZ

Intended use

Installation parameters VMZ-A

Annex B4

Z213486.25
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Table B5: Minimum spacing and edge distance, VMZ-A M8 — M12

40 | 50 | 60 | 75 | 75 | 70 | 80 | 95 | 100 | 110 | 125
M8 | M8 | M10 | M10 | M12 | M12 | M12 | M12 | M12 | M12 | M12

Minimum thickness of 110 130
concrete min | [Mm]| 80 80 | 100 100" 110 | 110 | 110 1251

Anchor size VMZ-A

>0

130 | 140 | 160

Cracked concrete
Minimum spacing Smin [ [MM]] 40 | 40 | 40 | 40 50 | 55 | 40 | 40 50 50 50
Minimum edge distance cn, |[mm]]| 40 40 40 40 50 55 50 50 50 50 50

Uncracked concrete
Minimum spacing Smin | [mMm]| 40 | 40 50 50 50 | 55 | 55 55 | 802 | 802 | 802
Minimum edge distance  Cmin |[mm]| 40 | 40 50 50 50 | 55 | 55 55 | 552 | 552) | 552

") The reverse of the concrete member must not be damaged after drilling and must be filled with high-strength mortar if
drilled through.

2) For an edge distance ¢ = 80 mm a minimum spacing smi» = 55 mm is applicable.

Table B6: Minimum spacing and edge distance, VMZ-A M16 — M24

90 | 105 | 125 | 145 | 160 | 115 | 170 | 190 | 170 | 200 | 225

Anchor size VMZ-A M20 | M20 | M24 | M24 | M24
M16 | M16 | M16 | M16 | M16 | M20 LG) | Le) | (Le) | (Le) | (LG)
Minimum thickness of h mm]| 130 | 150 170 | 190 | 205 160 230 | 250 | 230 | 270 | 300

concrete min 160" 180" | 200" 220"|240"220"| 260" | 290"

Cracked concrete
Minimum spacing Smin | [MmM]] 50 50 60 60 60 80 80 80 80 80 80
Minimum edge distance  cpi, | [mMmM]] 50 50 60 60 60 80 80 80 80 80 80

Uncracked concrete
Minimum spacing Smin | [MmM]] 50 60 60 60 60 80 80 80 80 | 105 | 105
Minimum edge distance  cpi, [[mm]| 50 60 60 60 60 80 80 80 80 | 105 | 105

) The reverse of the concrete member must not be damaged after drilling and must be filled with high-strength mortar if
drilled through.

Injection System VMZ

Intended use Annex B5
Minimum spacing and edge distance, VMZ-A
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Table B7: Installation parameters VMZ-IG

Y TS 40 | 50 | 60 | 75 | 70 | 80 | 90 | 105|125 | 115 | 170 | 170
M6 | M6 | M8 | M8 | M10|M10|M12| M12 | M12 | M16 | M16 | M20

Egst‘ﬁ“’e anchorage het|[mm]] 40 | 50 | 60 | 75 | 70 | 80 | 90 | 105|125 | 115 | 170 | 170

gr‘i’ﬂgf;d'ametemf dolmmi| 10 | 10 | 12 | 12 | 14| 14| 18| 18| 18 | 22| 24 | 26

Depth of drill hole ho>|[mm]| 42 | 55 | 65 | 80 | 80 | 85 | 98 | 113 | 133 | 120 | 180 | 185

Diameter of D >|[mm]| 10,8 | 10,8 | 13,0 | 13,0]15,0| 15,0 | 19,0 | 19,0| 19,0 | 23,0 | 25,0 | 27,0

cleaning brush

Installation torque Tinst<|[Nm]| 8 8 10 | 10 15 (151 25 | 25 | 25 | 50 | 50 | 80

Diameter of

clearance hole in di<|[mm]| 7 7 9 9 12 (12 | 14 | 14 | 14 | 18 | 18 | 22

the fixture

Available thread Lo [mmp| 12 | 15 | 16 | 19 | 20 | 23 | 24 | 27 | 30 [ 32 | 32 | 40

length

Minimum screw-in—— il 7 1 7 [ 9 | 9 |12 | 12| 14| 14| 14| 18] 18] 22

depth

Minimum thickness 170 230 | 230

of concrote o | [mm]| 80 | 80 [ 100 | 110 | 110 | 110 [ 130 | 150 |, 1| 160 | 5500 [200m

Cracked concrete

Minimum spacing Smin | [Mm]]| 40 40 | 40 | 40 55 | 40 | 50 | 50 | 60 80 | 80 | 80

g’l"srt‘;mngg" edge o [ Imm]| 40 | 40 | 40 | 40 | 55 | 50 | 50 | 50 | 60 | 80 | 80 | 80

Uncracked concrete

Minimum spacing Smin | [Mm]]| 40 40 | 50 | 50 | 55 | 55 | 50 | 60 | 60 | 80 | 80 | 80

(';’I"S’:'amng;“ edge cmin | [mm]| 40 | 40 | 50 | 50 | 55 | 55 | 50 | 60 | 60 | 80 | 80 | 80

drilled through.

) The reverse of the concrete member must not be damaged after drilling and must be filled with high-strength mortar if

tfix

1

Y

Injection System VMZ

Intended use
Installation parameters VMZ-IG

Annex B6
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Installation instructions - Hammer drill bit

Hammer drill bit

Hole drilling

] Use hammer drill or compressed air drill with drill bit and depth gauge. Drill
.| perpendicular to concrete surface.

Connect Air Blower to compressed air (min. 6 bar, oil-free). Open air valve
and blow out drill hole along the entire depth with back-and-forth motion at
least two times.

Check diameter of cleaning brush. If the brush can be pushed into the drill
hole without any resistance, it must be replaced. Chuck brush into drill
machine. Turn on drill machine and brush drill hole back and forth along the
entire drill hole depth at least two times while rotated by drill machine.

Connect Air Blower to compressed air (min. 6 bar, oil-free). Open air valve
and blow out drill hole along the entire depth with back-and-forth motion at
least two times.

Blow out drill hole from the bottom with Blow-out pump at least two times.

Check diameter of cleaning brush. If the brush can be pushed into the drill
hole without any resistance, it must be replaced. Chuck brush into drill
machine. Turn on drill machine and brush drill hole back and forth along the
entire drill hole depth at least two times while rotated by drill machine.

Blow out drill hole from the bottom with Blow-out pump at least two times.

Injection System VMZ

Intended use Annex B7

Installation instructions
Hole drilling and cleaning (hammer drill bit)
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Installation instructions - Vacuum drill bit

Vacuum drill bit

Hole drilling and cleaning

Drill hole perpendicular to concrete surface by using a vacuum drill bit
(see Annex B1). The nominal under pressure of the vacuum cleaner must
—| be at least 230 mbar / 23kPa.

Pay attention to the function of the dust extraction system!

Make sure the dust extraction is working properly throughout the whole
drilling process.

Additional cleaning is not necessary - continue with step 5!

Installation instructions - Diamond drilling

Diamond drilling

Hole drilling

Use diamond drill with diamond drill bit and depth gauge.
Drill perpendicular to concrete surface.

Remove drill core at least up to the nominal hole depth and check drill
hole depth.

| Flushing of drill hole:
Flush drill hole with water, starting from the bottom, until clear water gets
out of the drill hole.

Connect Air Blower to compressed air (min. 6 bar, oil-free).
Open air valve and blow out drill hole along the entire depth with back-
and-forth motion at least two times.

Injection System VMZ

Intended use Annex B8
Installation instructions

Hole drilling and cleaning (vacuum drill bit and diamond drill bit)
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Installation instructions - Continuation

Injection

Check the expiration date on cartridge. Never use when expired.

Remove cap from cartridge. Attach the supplied static mixer to the

5 @ cartridge. For every working interruption longer than the recommended
) working time (Table B1 or Table B2) as well as for a new cartridge,

always use a new static mixer. Never use static mixer without helix

inside.

Insert cartridge in Dispenser. Before injecting discard mortar (at least 2

6 min.2x = full strokes or a line of 10 cm) until it shows a consistent grey colour.
Never use this mortar.
min. 10cm
Prior to injection, check if static mixer reaches the bottom of the drill
hole. If it does not reach the bottom, plug Mixer Extension onto static
7 mixer to fill the drill hole properly. Fill hole with a sufficient quantity of

& injection mortar. Start from the bottom of the drill hole and work out to
avoid trapping air pockets.

Injection System VMZ

Intended use Annex B9
Installation instructions

Injection

Z213486.25 8.06.01-51/23



Page 19 of European Technical Assessment Deutsches
ETA-04/0092 of 10 November 2025 Institut

fur
English translation prepared by DIBt Bautechnik

Installation instructions - Continuation

Anchor rod VMZ-A

Inserting the anchor rod

Insert the anchor rod VMZ-A by hand, rotating slightly up to the full
embedment depth as marked on the anchor rod. The anchor rod is
properly set when excess mortar seeps from the hole (Pre-setting
installation) or the annular gap in the clearance hole in the fixture is
completely filled by excess mortar (Through-setting installation). If the
hole is not completely filled, pull out anchor rod, let mortar cure, drill
out hole and repeat the entire cleaning process.

Follow minimum curing time shown in Table B1 or Table B2
| During curing time, anchor rod must not be moved or loaded.

Remove excess mortar.

The fixture can be mounted after curing time. Apply installation torque
Tinst according to Table B3 or Table B4 by using torque wrench.

s [ g e s g Annular gap between anchor rod and attachment may optionally be
5 I ‘/] ;:W* filled with mortar. Therefore, replace regular washer by filling washer
BV and plug on reducing adapter on static mixer.
o /// s e g Annular gap is completely filled, when excess mortar seeps out.

// // // //

Injection System VMZ

Intended use Annex B10
Installation instructions
Installation Anchor rod VMZ-A
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Installation instructions — Stand-off Installation

Stand-off installation with anchor rod VMZ-A 75 M12

Requirement: Diameter of clearance hole in the fixture d; £ 14 mm

Work step 1-7 as illustrated in Annexes B7 — B9

m— Insert the anchor rod VMZ-A by hand, rotating slightly up to the full

embedment depth.

Check if excess mortar seeps from the hole. If the hole is not
completely filled, pull out anchor rod, let mortar cure, drill out hole and
repeat the entire cleaning process.

The annular gap in the fixture does not have to be filled.

During curing time according to Table B1 or Table B2 anchor rod must
not be moved or loaded.

Washer and nut can be mounted after curing time and backfilling of
anchor plate. Apply installation torque Tj.st according to Table B3 by
using torque wrench.

Injection System VMZ

Intended use

Installation instructions VMZ-A 75 M12
Through-setting installation with clearance between concrete and anchor plate

Annex B11

Z213486.25
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Anchor rod VMZ-IG

Setting of anchor rod

Work step 1-7 as illustrated in Annexes B7 — B9

Insert the anchor rod VMZ-IG by hand, rotating slightly up to about

1 mm below the concrete surface in the drill hole. The anchor rod is
properly set when excess mortar seeps from the hole. If the hole is not
completely filled, pull out anchor rod, let mortar cure, drill out hole and
repeat the entire cleaning process.

Follow minimum curing time shown in Table B1 and Table B2.
During curing time anchor rod must not be moved or loaded.

Remove excess mortar.

1 VAT E
// g // //
S
// e //

/ Sl

The fixture can be mounted after curing time. Apply installation torque
Tinst according to Table B7 by using torque wrench.

Injection System VMZ

Intended use
Installation instructions
Anchor installation VMZ-IG

Annex B12
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Table C1: Characteristic values for concrete failure and splitting

. VMZ-A .

Anchor size VMZ-IG all sizes
Concrete cone failure

uncracked concrete | Kygrn | [-] 11,0
Factor for

cracked concrete | kern [-] 7,7

Characteristic edge distance CorN | [Mm] 1,5 * hes
Characteristic spacing Sern | [Mm] 2+ Cyn

Splitting

For each proof of splitting failure, Ngy s, Shall be calculated according to EN 1992-4:2018, equation (7.23).
The higher value for Ngysp Of case 1 and case 2 may be applied for the design.

Case 1

Characteristic resistance NO%sp | [kN] see following tables
Characteristic edge distance Cersp | [MM] 1,5 « hgs
Characteristic spacing Scrsp | [MM] 2 Corgp
Case 2

Characteristic resistance NOsp | [kN] min [Ngkp ; Nkl
Characteristic edge distance Cer,sp | [MM] see following tables
Characteristic spacing Sersp | [MM] 2 Corgp

Injection System VMZ

Performance

Characteristic values for concrete failure and splitting, VMZ-A and VMZ-IG

Annex C1

Z213486.25
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Table C2: Characteristic values for tension loads, VMZ-A M8 — M12,
static and quasi-static action

Anchor size VMZ-A 40 | 50 | 60 | 75 | 75 | 70 | 80 | 95 | 100 | 110 | 125
M8 | M8 |M10 | M10|M12 | M12 | M12 | M12 | M12 | M12 | M12

Installation factor Yinst | [-] 1,0

Steel failure

Characteristic resistance Neeo | [KN] [ 15 [ 18| 25 |35 | 49| 54 57

Partial factor s | [-] 1,5

Pull-out

Characteristic resistance (concrete C20/25)

uncracked 50°C / 80°C" N [kN]| 9,0 |17,4]22,9|32,0|32,0|28,8|35,2|40,0|49,2|50,0|50,0
concrete 72°C/120°C" Riep [kN]| 6 9 |16 |16 |16 | 16 | 25 | 25 | 30 | 30 | 30
cracked 50°C / 80°C" N [kN]| 8,7 |12,2]16,0|22,4|22,4|20,2|24,6|31,9|34,4|39,7|48,1
concrete 72°C/120°CY| <P [kN]| 56 |75 12| 12|12 | 16 | 20 | 20 | 30 | 30 | 30
Splitting

Splitting for standard thickness of concrete member

Standard thickness of
concrete

Case 1

hmin1 = | [mm] 100 120 | 150 | 150 | 140 | 160 | 190 | 200 | 220 | 250

Characteristic resistance
(concrete C20/25)

Case 2

NOsp | [kKN] | 7,5 | 9,0 | 16,0 |20,0 20,0 35,2(30,0 40,0

Characteristic edge distance Cersp | [MM] 3 het 2,5h613,5hed3,5ed2,50ei] 1,562, 5Nei| 2 het | 3 het [2,5N

Splitting for minimum thickness of concrete member

Minimum thickness of

Nmin2 = | [Mm] 80 100 110 125 | 130 | 140 | 160
concrete '
Case 1
Characteristic resistance NO kNj | 7.5 | 2 16 16 | 20 | 25 | 25 30
(concrete C20/25) Rk.sp ’
Case 2
Characteristic edge distance Cersp | [MM]| 3her [3,5hed 3 et [3,5hed]  3,5hgs 3her [3,5hNe 3het
Increasing factor for £.10.5

ck

NRrip = We * Nrip (coo5) and We | [ (%) <1,58
NOriksp = We * NO%Ri sp (c20125))
Concrete cone failure
Effective anchorage depth hes [[mMm]| 40 | 50 | 60 | 75 | 75 | 70 | 80 | 95 | 100 | 110 | 125

) Maximum long-term temperature / maximum short-term temperature
2) No performance assessed
%) increasing factor for Ny ¢, only for case 1

Injection System VMZ

Performance Annex C2
Characteristic values for tension loads, VMZ-A M8 — M12,
static and quasi-static action
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Table C3: Characteristic values for tension loads, VMZ-A M16 — M24,
static and quasi-static action

i vz | 90 | 105 | 125 | 145 | 160 15 | oy | oo | s | m2s | wi2s
(LG) | (LG) | (LG) | (LG) | (LG)

Installation factor Vinst| [-] 1,0

Steel failure

Characteristic  steel, zinc plated| [kN] | 88 | 95 111 97 | 96 188 222

ﬁigfs'?a”nce Neces A4, HCR | [kN] | 88 | 95 111 97 [ 114 | 165 194

Partial factor s | [-] 1,5 1,68 1,5 1,5

Pull-out

Characteristic resistance (concrete C20/25)

uncracked  50°C/B0°C| | [N] |420 529688750 | 90,0|60,7 |109,0]128,8]109,0/139,1]166,0

concrete 72°c1120°C)| " | Ny | 25 | 35 50 53 | 40 75 95

cracked 50°C/80°CY| | [KN] |294 371|481 | 60,1 | 697425 | 76,3|90.2| 76,3 | 974 16,2

concrete 72°c/120°Ch| P knp | 25 | 30 50 51 | 30 60 75

Splitting

Splitting for standard thickness of concrete

f;igf:t;d thickness of -, > |tmm1| 180 | 200 | 250 | 290 | 320 | 230 | 340 | 380 | 340 | 400 | 450

Case 1

g;ig‘:tzrg%/r;ss)ismnce Noxiso | [KNT | 40 50 60 | 80 |60,7| 109 | 115 | 109 |139,1| 140

Case 2

Characteristic Corsp | [MMI 2 het 15hs |2hg| 15hg [.8he

edge distance
Splitting for minimum thickness of concrete

Minimum thickness of -\~ |rmmi| 130 | 150 | 160 | 180 | 200 | 160 | 220 | 240 | 220 | 260 | 290
concrete '

Case 1
Characteristic resistance
(concrete C20/25)
Case 2
Characteristic
edge distance
Increasing factor for £.,0,5
ck

NRrip= We * Nrip (coorsyand  we | [-] (—) <1,58

NOrisp = We * NOricsp (c20125)°)
Concrete cone failure

Effective anchorage depth hes | [mm]] 90 | 105 | 125 | 145 | 160 | 115 | 170 | 190 | 170 | 200 | 225

) Maximum long-term temperature / Maximum short-term temperature
2) No performance assessed
3) Increasing factor for N%y s, only for Case 1

NOksp | [KN] | 35 | 50 | 40 | 50 | 71 2 75 109 115

Cersp | [MM] 2,5he  |3,0hg|  2,5hg  |2,5N4¢|2,6hef|2,2her]2,6hgs|  2,2h¢s

Injection System VMZ

Performance Annex C3

Characteristic values for tension loads, VMZ-A M16 — M24,
static and quasi-static action
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Table C4: Characteristic values for shear load, VMZ-A M8 — M12,
static and quasi-static action
. 40 | 50 | 60 | 75 | 75 | 70 | 80 | 95 | 100 | 110 | 125
UG IR D VMZA | mg | M8 [m10 | M10|mM12 | M12 | M12 | M12 | M12 | M12 | M12
Installation factor Yinst | [] 1,0
Steel failure without lever arm
Characteristic ~ Steel, zinc plated | [kN] 14 21 34
resistance
VOrks A4, HCR | [kN] 15 23 34
Partial factor s | [-] 1,25
Ductility factor k7| [-] 1,0
Steel failure with lever arm
Characteristic  gtee| zinc plated | [Nm] 30 60 105
bending
ist
resIStance A4 HCR|[Nm]| 30 60 105
M Rk,s
Partial factor s | [-] 1,25
Concrete pry-out failure
Pry-out factor ke| [-] 2
Concrete edge failure
Effective length of anchor kltmm]| 40 | 50 | 60 | 75 | 75 | 70 | 80 | 95 | 100 | 110 | 125
in shear load
Outside diameter of anchor  d,om | [MmM] 10 12 12 14
Injection System VMZ
Performance Annex C4
Characteristic values for shear load, VMZ-A M8 — M12,
static and quasi-static action

Z213486.25

8.06.01-51/23



Page 26 of European Technical Assessment
ETA-04/0092 of 10 November 2025

English translation prepared by DIBt

Deutsches

Institut
fur

Bautechnik

Table C5: Characteristic values for shear load, VMZ-A M16 — M24,
static or quasi-static action
170 | 190 | 170 | 200 | 225
Anchor size vmz-A | 30| 105 | 129 | 84S | 860 | 81> | M20 | M20 | M24 | M24 | M24
(LG) | (LG) | (LG) | (LG) | (LG)
Installation factor Yinst [-] 1,0
Steel failure without lever arm
- Steel, 149 1 178 1
Chgracterlstlc zinc plated [kN] 63 70 (98) (141 )
resistance 131 1 156 1
VO
Rk,s A4, HCR | [KN] 63 86 (86) (123)
Partial factor s | [ 1,25 1,4 1,25 1,25
Ductility factor k7| [] 1,0
Steel failure with lever arm
Characteristic . Sl‘t?e(lj’ [Nm] 266 392 519 896
bending resistance —£N¢ pPiate
MORk.s A4, HCR |[Nm] 266 454 784
Partial factor s | [F] 1,25 1,4 1,25 1,25
Concrete pry-out failure
Pry-out factor ke | [-] 2,0
Concrete edge failure
Effective length of anchor L |rmm]| 90 | 105 | 125 | 145 | 160 | 115 | 170 | 190 | 170 | 200 | 225
in shear load
Outside diameter of drorn | MM 18 29 o4 26
anchor
) This value may only be applied if Iy = 0,5 tg,
M20 + M24
It 2 0,5 tfix
s
Sl
i ey
L i
I
v
VS
i tfix
Injection System VMZ
Performance Annex C5
Characteristic values for shear load, VMZ-A M16 — M24,
static and quasi-static action

Z213486.25

8.06.01-51/23



Page 27 of European Technical Assessment Deutsches
ETA-04/0092 of 10 November 2025 Institut

fur
English translation prepared by DIBt Bautechnik

Table C6: Characteristic values for seismic action,
VMZ-A M10 — M12, performance category C1 and C2

60 ( 75| 75 | 70 | 80 | 95 | 100|110 | 125

e VMZ-Alv10|m10|m12 [ m12 | m12 | M12| M12 [ M12 | M12

Tension loads

Installation factor Yinst|  [] 1,0
Steel failure, steel zinc plated, stainless steel A4, HCR
Characteristic resistance :Rk's'm [kN] 25 35 | 49 54 57
Rk,s,C2
Partial factor s | [-] 1,5
Pull-out (concrete C20/25 to C50/60)
No o 50°C/80°C"Y | [kN] 14,5 14,5 30,6 36,0({41,5(42,8
Characteristic ” 72°C/120°C " | [kN] 10,9 10,9 20,0 30,0
resistance 50°C / 80°C " | [KN] 7.4 7.4 8,7 17,6
NRep02 e 1 120°C 1 kN[ 5.1 5,1 6,5 12,3

Shear loads

Steel failure without lever arm, steel zinc plated

Vrisct| [KN] 11,8 27,2
Characteristic resistance

Vrisc2 | [KN] 12,6 27,2
Partial factor ws | [-] 1,25
Steel failure without lever arm, stainless steel A4, HCR

Vresct| [KN] 12,9 27,2
Characteristic resistance

Vrescz | [KN] 13,8 27,2
Partial factor ws| [ 1,25
Factor for filled annular gap Ogap | [-] 1,0
anchorages with unfilled annular gap Ogap | [ 0,5

) Maximum long-term temperature / Maximum short-term temperature

Injection System VMZ

Performance Annex C6
Characteristic values for seismic action, VMZ-A M10 — M12,
performance category C1 and C2

Z213486.25 8.06.01-51/23



Page 28 of European Technical Assessment
ETA-04/0092 of 10 November 2025

English translation prepared by DIBt

Deutsches
Institut

fir

Bautechnik

performance category C1 and C2

Table C7: Characteristic values for seismic action, VMZ-A M16 — M24,

performance category C1 and C2

Characteristic values for seismic action, VMZ-A M16 — M24,

170 | 190 | 170 | 200 | 225
Anchor size vmz-a | 30 105 | 825 | 158 | 160 1 070 |M20 | M20 | M24 | M24 | M24
(LG) |(LG)|(LG)|(LG) | (LG)
Tension loads
Installation factor Yinst | [] 1,0
Steel failure, steel zinc plated
Characteristic Neksct | knp| 88 | 95 | 111 |97 | 96 | 188 222
resistance Nrk.s,c2
Steel failure, stainless steel A4, HCR
Characteristic Nekset | enp | 88 | 95 | 111 |97 [114| 165 194
resistance Nrk.s,c2
Partial factor s | [-] 1,5 1,68 1,5 1,5
Pull-out (concrete C20/25 to C50/60)
N 50°C /80°C | [kN] | 30,7|38,7 43,7 44.4 88,2 90,7
Characteristic T 72°C/120°C 1| [kN] [ 25,0(30,0 38,5 294| 558 59,3
resistance N 50°C /80°C Y| [kN]] 16,3 |22,1 26,1 30,9 59,7 59,7
RPC2 290¢ 1120°C 1| kN | 10,5 | 14,4 19,5 16,2 444 44,4
Shear loads
Steel failure without lever arm, steel zinc plated
Cheractrisc Vonscr | B0 5 o] s | o7
resistance ) ,
VRkksc2 | [KN] 50,4 51 (71,5) (122,7)
Partial factor ws | [-] 1,25 1,4 1,25 1,25
Steel failure without lever arm, stainless steel A4, HCR
Characteristic VRscr | [KN] 39,1 39,1 9752é21) 132371)
resistance ) )
Vrkscz | [kN] 50,4 62,6 (62,8) (107)
Partial factor ws | [-] 1,25 1,4 1,25 1,25
Factor for filled annul:r Ogap | [-] 1,0
anchorages - 9ap
with unfilled annular " ] 05
gap *° ’
") This value may only be applied if I; = 0,5 t;, (see Annex C4)
Injection System VMZ
Performance Annex C7
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Table C8: Displacements under tension loads, VMZ-A M8 — M12

40 | 50 | 60 | 75 | 75 | 70 | 80 | 95 | 100 | 110 | 125

Anchor size VMZ-A | mg | ms [m10|mM10|{m12|M12|M12 | M12 | M12 | M12 | M12

Tension load in
cracked concrete

N| [kN] | 436,180 (11,1]111,1/10,0{12,3(15,9(17,1|19,8|24,0

Sno | [mm] 0,5 05| 0,6 0,6 0,7

Displacement
SN | [mm] 1,3

Tension load in

N| [kN] | 43 | 85 |11,1|156]|15,6|14,1(17,2|19,0(24,0(23,8|23,8
uncracked concrete

Sno| [mm] | 0,2 | 0,4 0,4 0,4 0,6

Displacement
SN | [Mmm] 1,3

Displacements under seismic tension loads C2

Displacements for DLS Sn.ceoLs) | [mm] No 1,0 1,0 1,3 1,1
performance
Displacements for ULS dncouLs) | [mm] | assessed 3,0 3,0 3,9 3,0

Table C9: Displacements under tension loads, VMZ-A M16 — M24

170 | 190 | 170 | 200 | 225
Anchor size VMZ-A “:fs ,\1,":56 &2156 ;ntss m% |\1n1250 M20 | M20 | M24 | M24 | M24
o) | o) | e | Le) | (Le)

Tension load in
cracked concrete

N| [kN] |14,6(18,4(24,0|30,0(34,7|21,1|38,0(44,9|38,0|48,5|57,9

Sno | [mm] 0,7 0812107 0,8 0,8 0,9

Displacement
SN | [MmM] 1,3 1,6 | 1,1 1,3 1,3

Tension load in

N| [kN] ]20,5[25,9|33,0|35,7|48,1129,6|53,3|/63,0]153,3|67,9|81,1
uncracked concrete

Sno | [mm] 0,6 0,805 0,6 0,6
Displacement

Sne | [Mm] 1,3 16|11 1,3 1,3
Displacements under seismic tension loads C2
Displacements for DLS dn,cooLs) | [mm] 1,6 1,5 1,7 1,9 1,9
Displacements for ULS Sn.cauLs) | [mm] 3,7 4,4 4,0 4,5 4,5

Injection System VMZ

Performance Annex C8
Displacements under tension loads, VMZ-A

Z213486.25 8.06.01-51/23



Page 30 of European Technical Assessment Deutsches
ETA-04/0092 of 10 November 2025 Institut

fur
English translation prepared by DIBt Bautechnik

Table C10: Displacements under shear loads VMZ-A M8 — M12

Anchor size VMZ-A 40 | 50 | 60 | 75 | 75 | 70 | 80 | 95 | 100 | 110 | 125
M8 | M8 | M10 | M10|M12 | M12 | M12 | M12 | M12 | M12 | M12
Shear load V| [kN] 8,3 13,3 19,3
Svo|[mm]] 2,4 | 2,5 29 3,3
Displacements
Sy | [mm]] 3,6 | 3,8 4.4 50
Displacements under seismic shear loads C2
Displacements for DLS dv.caoLs) | [mm] No 2,1 2,5
performance
Displacements for ULS dv,couLs) | [mm] | assessed 3,7 5,1

Table C11: Displacements under shear loads VMZ-A M16 — M24

. 90 | 105 | 125 | 145 | 160 [ 115 | 170 | 1901 170 | 200 | 225

Anchor size VMZ-A " I m16| M16 | M16 | M16 | M16 | M20 :‘I"_éo) :‘I"_é‘; PIII_ZCS a"_é“) ?I"_é“)
Shear load V| kN] 36 44 (Zg) (3?)

Svo | [mm] 3,8 3,0 (313 (g:g)
Displacements

S, | [mm] 5,7 45 (gzg) (g:g)
Displacements under seismic shear loads C2
Displacements for DLS dv.caoLs) | [mMm] 2,9 3,5 3,7
Displacements for ULS dv,ca(uLs) | [mm] 6,8 9,3 9,3

Injection System VMZ
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Table C12: Characteristic values for tension load, VMZ-IG

Anchor size VMZAIG 40 | 50 | 60 ( 75 | 70 | 80 | 90 | 105|125]|115|170| 170
M6 | M6 | M8 | M8 |[M10|M10|M12|M12|M12|M16|M16 | M20

Installation factor Yinst | [] 1,0

Steel failure

Characteristic Steel, zinc plated | [kN] | 15 | 16 | 19 | 29 35 67 52 |125]1108

resistance Nris A4, HCR| [kN] 11 19 | 21 33 47 65 | 88 | 94

Partial factor ws | [ 1,5

Pull-out

Characteristic resistance (concrete C20/25)

uncracked 50°C /80°C" N [kN1| 9 [17,4]22,9| 32 |28,8(35,2| 42 |52,9|68,8]|60,7| 109|109

concrete 72°c/120°ch| | Nj| 6 | 9 |16 | 16| 16 | 25| 25|35 |50 |40 | 75 | 95

cracked 50°C / 80°C" N [kN] | 8,7 [12,2] 16 |22,4]20,2(24,6]29,4|37,1(48,1|42,5|76,3|76,3

concrete 72°c/120°Ch| | Nj| 5 |75 12| 12|16 | 20| 20| 30 | 50 | 30 | 60 | 75

Splitting

Splitting for standard thickness of concrete

Standard thickness of hont 2 |[mm]| 100 | 120|150 | 140 | 160 | 180 | 200 | 250 [ 230 | 340 | 340

concrete

Case 1

Characteristic resistance 0

(concrete C20/25) NOgksp| [KN1 | 7,56 | 9 | 16 | 20 | 20 [35,2| 40 | 50 | 50 |60,7| 109 | 109

Case 2

Characteristic edge distance Cer,sp | [MM] 3he  |2,50413,5h42,5h411,5h; 2 hes 1,5 het  |1,50ed

Splitting for minimum thickness of concrete

Minimum thickness of
concrete
Case 1

Characteristic resistance NO
(concrete C20/25) Risp

Case 2
Characteristic edge distance Cersp | [MM] | 3her 3,5hed 3her [3,5he43,50eq 3her [2,50e2,5heq 3her [2,50c2,6hc42,6h,4

Nmin2 2 | [mm] 80 100 | 110 110 130|150 | 160 | 160 | 220 | 220

[kN] | 75| 2 16 20 | 25|35 |50 |40 | @ | 75 |109

Increasing factor for 0,5

NRrip = We * Nrip (c2025) @and We | [ (fzc—l(;) <1,58
NORksp = We * NO%i sp (c20125)°)
Concrete cone failure
Effective anchorage depth hes[[mm]] 40 | 50 | 60 | 75 | 70 | 80 | 90 [105|125]115|170|170

) Maximum long-term temperature / Maximum short-term temperature
2)No performance assessed
%) Increasing factor for N s, only for Case 1
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Table C13: Characteristic values for shear load, VMZ-IG
. 40 | 50 | 60 | 75 | 70 | 80 | 90 (105({125|115({170|170
Anchor size VMZHG 6 | m6 | ma | M8 [M10{m10|M12|M12|M12|M16|M16|M20
Installation factor Yinst | [-] 1,0
Steel failure without lever arm
Characteristic Steel, zinc plated | [kN] 8,0 95| 15 18 34 26 | 63 | 54
resistance Vg A4, HCR| [kN] 5,5 95| 10 16 24 32 | 44 | 47
Partial factor ws | [ 1,25
Ductility factor k7 | [] 1,0
Steel failure with lever arm
Characteristic Steel, zinc plated | [kN] 12 30 60 105 212266 |519
bending
resistance Mgy . A4, HCR| [kN] 8,5 21 42 74 187 (1871365
Partial factor s | [-] 1,25
Concrete pry-out failure
Pry-out factor ks| [-] I 2,0
Concrete edge failure
Effective length of anchor in
ls {[mm]] 40 | 50 | 60 | 75 | 70 | 80 | 90 |105|125|115|170]170
shear load
Outside diameter of anchor dnom | [Mm] 10 12 14 18 22 | 24 | 26
Table C14:Displacements under tension loads, VMZ-IG
. 40 | 50 | 60 | 75 | 70 | 80 | 90 | 105|125 115|170 | 170
SUEHEE s VMZG | w6 | M6 | ma | M8 |M10|M10|M12|M12|M12|M16|M16[M20
Tension load in cracked concrete N| [kN] | 43 |6,1]8,0(11,1}110,0|12,3]14,6|18,4|24,0]121,1|38,0]38,0
Sno | [mm] 0,5 05|06 0,6 0,7 07]081]0,8
Displacement
SNe | [MmM] 1,3 1,1 (13113
Tension load in uncracked concrete N| [kN] | 43| 8,5 |11,115,6]|14,1(17,2]20,5|25,9|33,0]29,6|53,3 5§”
_ o | [mm]| 0,2 | 0,4 0,4 0,4 0,6 05|06]06
Displacement
Sns | [MM] 1,3 1111313
Table C15: Displacements under shear loads, VMZ-IG
. 40 | 50 | 60 | 75 | 70 | 80 | 90 [ 105 (125115170170
BT R VMZAG [ 6 | M6 | M8 | M8 [M10|m10|M12| M12|M12|M16|M16|M20
Shear load,
Steel, zinc plated V| [kN] 4,6 54|84 10,1 19,3 14,8|35,8]30,7
) Svo | [mm] 0,4 05|04 0,5 1,2 08(119]1,2
Displacement
Sve | [Mm] 0,7 0,8 0,7 0,8 1,9 12128119
Shear load,
Stainless steel A4 /| HCR V| [kN] 3,2 54159 9,3 13,5 18,5|25,2]26,9
_ Svo | [mm] 0,3 0503 0,5 0,9 1,014 ] 1,1
Displacement
Sve | [Mm] 0,4 0,710,5 0,7 1,4 15121116
Injection System VMZ
Annex C11

Performance

Characteristic values for shear load VMZ-IG, Displacements VMZ-IG

Z213486.25

8.06.01-51/23






